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Bundur-t'legg, Inc.

12980 Wesi Cedar Or.

Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR CLEGG

Geochemical
Lab Report

REPORT; 098-0718 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project; gilt edge

SUBMITTED BY! J. BARRON 
DATE PRINTED! 18-AUG-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 7 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 7 2 -150 7 Assay Prep 7
Satple Pickup 1

remarks: final results are reported.

REPORT COPIES TO*. MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO! MR. JIM BARRON



Geochemical
Lab Report

Bondar-< legg, lac.
12980 Wtei C edar-Dr.

Lakewood, C olorado 80228

(303)989-1404

BONDAR-CLEGG

REPORT: 098-0718 PROJECT: GILT E06E PA6E 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

02 R88-407-0-5 0.028
02 RBB-407-5-10 0.008
02 R88-407-10-15 0.009
02 R8B-407-15-20 0.005
02 R88-407-20-25 0.006



Bondar-tlcgg. Inc.

12980 West Cedar Dr 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

BONDAR - CLEGG
Ko81

Invoice J 1252? > P.Je 1
BPOHM MINING CORF.
MR. JIM BARRON Date 22~AUG-88
P.0. BOX 485
DEADU00D» SB Report Ho. 0?8-G718
57732 P roJect

Re f( renee J
GILT EDGE
NONE LISTED

.''j'Vma 1 wtet of Gold 

Subtotal
at, 4 6.50 *

4
45.50 
45.30 4 45.50

Sample Preparation
7 Spi»: lea of Aasau Prep 
1 Ss»p1e of Semple Pickup 

Subtota1

at 4 3.00 4 21,00
st 412.00 4 12.00

* 33.00 I 33.00

Miscellaneous Charges
4% S.D. STATE SALES TAX 
2% DEADU00D CITY SALES TAX 

Subto ta l

4 1.04
4 0.52
4 1.56 4 1.56

Invoice Total. 80.06 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED



(Geochemical
Lab Report

Bondar-Clejx. loc.
12980 Wea Cedar Dr. 

Lakewood, Colorado 80228 

(303)9^-1404

BONDAR CUEGG



Geochemical
Lab Report

Bondar-CIcgg, Inc.

12980 Wfest Cedar Dr.

Lakewood, Colo*ado 80228

(303) 9JJ9-1404

BONDAR-CLEGG

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER

D DRILL CORE 60 2 -150 60

remarks: FINAL RESULTS are reported►

REPORT COPIES TO*. MR’. JIM BARRON INVOICE TO: HR. JIM BARRON
MR. JIM BARRON - - - - - - ""

SAMPLE PREPARATIONS NUMBER

Assay Prep 60 
Excessive Wetness 1702 
Sasple Pickup 1



Buodar-Oeia. Ilk
12980 West Colar Dr 
Lakewood. Cokiado B0r« 
<J08)9|?44O4

BONDAR CLEGG

Geochemical
tab Report

REPORT: 098-0719 project: gilt edge PAGE 1

SAMPLE ELEHENT Au SAHFLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-407-35-40 0.002 02 R88-407-235-240 0.003
02 R88-407-40-45 0.006 02 R88-407-240-245 0.002
02 R88-407-45-50 0.004 02 R88-407-245-250 0.003
02 R88-407-50-55 0.004 02 R88-407-250-255 0.007
02 R83-407-55-60 0.004 02 R88-407-255-260 0.005

02 R88-407-60-65 0.003 02 R88-407-260-265 0.011
02 R8S-407-65-70 0.002 02 R88-407-265-270 0.002
02 RB8-407-70-75 0.002 02 R88-407-270-275 0.00?
02 R88-407-75-80 <0.002 02 R88-407-275-280 0.009
02 R88-407-80-85 0.005 02 R88-407-280-285 <0.002

02 RS8-407-S5-90 0.004 02 R88-407-285-290 0.002
02 R88-407-90-93 0.002 02 R88-407-290-295 0.004
02 R88-407-95-100 0.014 02 R38-407-295-300 0.005
02 RB3-407-100-105 0.003 02 R88-407-300-305 <0.002
02 R88-407-105-110 0.003 02 R88-407-305-310 0.013

02 R88-407-110-115 0.004 02 RB8-407-310-315 0.003
02 R88-407-115-120 0.003 02 R88-407-315-320 0.009
02 R88-407-120-125 0.003 02 R88-407-320-325 0.014
02 R88-407-125-130 <0.002 P2 R88-407-325-330 0.026
02 R38-407-130-135 0.002 02 R88-407-33O-335 0.009

02 R88-407-135-140 0.005
02 R88-407-140-145 0.003
02 R88-407-145-150 0.002
02 R88-407-150-155 0.002
02 R88-407-155-160 <0.002

02 R88-407-160-165 0.003
02 R88-407-165-170 0.003
02 R83-407-170-175 0.007
02 RS8-407-175-180 0.CC2
02 R88-407-180-185 0.002

02 RS8-407-185-190 0.C04
02 R83-407-190-195 0.005
02 RS8-407-195-200 <0.C02
02 R88-407-200-205 0.003
02 RE8-407-2C5-210 0.C1!

02 R8B-407-210-215 0.009
01 R38-407-215-220 0.014
02 R88-407-220-225 0.005
02 R88-407-225-230 0.003
02 RS8-407-230-235 20.002



fc ♦»

Bo«d*r-Cle«. Inc.

12980 West Cedar Dr 
I akewood. Colorado 
U S A 80228 
Phooe_l303)989-I404 
Telex: 45-693

BONDAR-CLEGG

Tr

BROHtt MINING CORK. 
HR. JIM BARRON 
P.0. BOX 485 
DEAOWOOD* SD 
57732

Invoice 12583 » Pade 1

Date 3l-AUG-88

Report No: 098-071? 
Project : GILT EDGF 
Reft renctf! NOME LISTED

<1 60 Analuse& of Gold at * 6.50 ♦ 390.00
Sub to t a 1 i 390.00 4 390.00

Semple Preparation
60 Sample* of As»s^ F're> at » 3.00 i 180.00

1702 Samples of Excessive Wetness % 0.15 t 255.30
1 Sample of Sample Pickup at * 12.00 1 12.00

Subtotal t 447.30 ♦ 447.30

Hisee 11 srieous Chaises
4% S.D. SALES TAX t 15.19
27. PEADUOOP CITY SALES TAX # 7 7*?M / d

Subto ta 1 t 23.21 4 23.24

Invoice Tot a 1 : $ 860.54 U.S

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Mi



Geochemical
L,ab Report

Bondar-Clegg, Inc.

12980 Wes Cedar Dr
Lakewood, Colorado 80228
(303)9894404 *

BONDAR'CLEGG



Bondar-Clegg, Inc.

12980 West Cedar Dr

Lakewood, Colorado 80228

(303)989+104'

Geochemical
tab Report

BONDAR CLEGG

d REPORT: 098-0720 ( COMPLETE > ] REFERENCE INFO: NONE LISTED

CLIENT: BROHH MINING CORP. 
PROJECT: GILT EDGE

SUBMITTED BY: J. BARRON 
DATE PRINTED: 6-SEP-88

ORDER ELEMENT 

1 Au Gold

NUMBER OF LONER
ANALYSES DETECTION LIMIT EXTRACTION

0 0.002 OPT

METHOD 

Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 41 2 -150 41 Assay Prep 41
Excessive Wetness 1168
Saeple Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON



Geochemical
Lab Report

Bondar-Clegg, Inc.

12980 Wsl Cedar Dr
Lakewood, Colorado 8022*

(303)9894404 *

B0N0ARCLEGG

REPORT: 096-0720___ ____j PROJECT: GUT EWEPAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
HUMBER WITS OPT HUMBER WITS OPT

D2 888-407-335-340 0.016 02 R88-407-535-540 0.264
D2 R88-407-340-345 0.006
D2 888-407-345-350 0.015
D2 888-407-350-355 0.016
02 888-407-355-360 0.003

02 888-407-360-365 0.006
02 R88-407-365-370 0.004
02 R88-407-370-375 0.015
02 R88-407-375-380 0.010
02 888-407-380-385 0.012

02 888-407-385-380 0.017
D2 R88-407-380-395 0.008
02 R88-407-385-400 0.010
02 888-407-400-405 0.015
02 888-407-405-410 0.014

D2 R88-407-410-415 0.013 
02 888-407-415-420 0.015 
D2 R88-407-420-425 0.017 
02 888-407-425-430 0.046 
D2 888-407-430-435 0.010

02 888-407-435-440 0.004
02 888-407-440-445 0.008
02 888-407-445-450 0.012
02 888-407-450-455 0.018
02 888-407-455-460 0.029

02 888-407-460-465 0.044
02 888-407-465-470 0.025
02 888-407-470-475 0.008
02 888-407-475-480 0.009
02 888-407-480-485 0.004

02 888-407-485-490 0.010
02 888-407-490-495 0.021
02 888-407-495-500 0.003
02 888-407-500-505 0.007
02 888-407-505-510 0.003

02 888-407-510-515 0.007
02 888-407-515-520 0.013
02 888-407-520-525 0.021
02 888-407-525-530 0.011
02 888-407-530-535 0.066



Bondar-Qegg, Inc.

12980 West Cedar Dr 
lakewood, Colorado 
U.S.A. 80228 
Phone: (303) *#89-1404 
Telex: 45-693

BONDAR- CLEGG

RROHH ttINING CORF. 
HR. JIH BARRON 
F.O. BOX -185 
HEADUOODr SB 
57732

Invoice : 127©5> Pa3e 1

Date l 13-SEP-88

Report No: 098-0720 
Project : GILT EDGE 
Reference: NONE LISTED

41 Analyses of Gold at ( 6.50 1 266.50
yj- Subtotal « 266.50 * 266.50

Sesiple Preparation
41 Sifcples .of Assay Prop at t 3,00 i 123,00

1168 Searles of Excessive Wetness ■>t f 0.15 t 175,20
1 Sample of Saurle Pictup at »1 ta o o i 12.00

Subtotal t 310.20 t 310.20

Miscellaneous Cberses
4% S.D. STATE SALES TAX t 10.77
21 DEADWOOB CITY SALES TAX i 5.38

Subtotal i 16.15 1 16.15

Invoice Total: t 592.85 ll.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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* - * • • Contractor Coordinates ti[
Drill Type -------------- Casing Depth

r Hole Size -------------- Bearing — fa

Collar Elev. Final Depth

Project m/t-T s'

State______?21

Date Started / ~ ^ 5

Date Completed.

Hole No

Sheets___ol ^

Property ,

Hole Surveyed
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